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Abstract; Microencapsulated phase change materials and their properties were reviewed. Several common preparation

methods and their application fields were introduced. Research progress of vinyl microencapsulated phase change mate-
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rials was summarized. Existing problems and future developing trends were put forward at the same time.
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